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We report a sub-terahertz (THz) detector based on a 0.25-µm-gate-length AlGaN/GaN high-electron-mobility transistor (HEMT) on a Si substrate
with nanoantennas. The fabricated device shows excellent performance with a maximum responsivity (Rv) of 15 kV/W and a minimal noise
equivalent power (NEP) of 0.58 pW/Hz0.5 for 0.14 THz radiation at room temperature. We consider these excellent results as due to the design of
asymmetric nanoantennas. From simulation, we show that indeed such nanoantennas can effectively enhance the local electric field induced by
sub-THz radiation and thereby improve the detection response. The excellent results indicate that GaN HEMTs with nanoantennas are future
competitive detectors for sub-THz and THz imaging applications. © 2017 The Japan Society of Applied Physics

I
n recent years, much attention has been focused on the
research and development of electronic devices operating
in the sub-terahertz (sub-THz) and THz regimes.1) THz

detectors based on Si metal–oxide–semiconductor field-effect
transistors (MOSFETs)2,3) and GaAs and InP high-electron-
mobility transistors (HEMTs) have been widely reported.4)

The nonlinearity in the two-dimensional electron gas (2DEG)
channel of a transistor has been proposed for broadband
nonresonant detection from millimeter-wave radiation to THz
radiation, with the advantages of room-temperature operation,
high responsivity, and low equivalent noise power (NEP).5)

Compared with Si- and GaAs-based transistors, GaN-based
HEMTs have a higher 2DEG channel density owing to the
strong spontaneous piezoelectric polarization, large saturation
velocity, high breakdown voltage, and ability to operate at
high temperatures. GaN HEMTs are therefore one of the most
promising devices for high-frequency, high-power, and high-
temperature applications. Although GaN HEMTs for micro-
wave communication and power applications are now com-
mercially available,6) there are only a few publications of GaN
HEMTs working as detectors in THz and sub-THz ranges.
Nonresonant detection in GaN HEMTs was first demonstrated
by Knap et al. at 200GHz.5) Panasonic Corporation reported a
detection responsivity of 1.1 kV=W at 1THz using a GaN
HEMT with 80 nm gate dipole antennas.7) The detection
of 0.9 THz radiation with 3.6 kV=W responsivity and 40
pW=Hz0.5 NEP was also achieved in GaN HEMTs using
floating antennas by Sun et al.8)

An asymmetric antenna structure has been proposed to
enhance the THz detector performance of InP HEMTs.9,10) It
has been reported that such an asymmetric antenna structure
can enhance the detection responsivity by more than two
orders compared with a symmetric structure.10) In addition, a
nanoantenna has also been proposed to enhance the electric
field of THz radiation.11–13) However, such a nanoantenna
has not yet been reported to be applied in a HEMT THz
detector. In this work, we demonstrated a GaN HEMT THz
detector with asymmetric nanoantennas.

A simulation was carried out using COMSOL multiphysics
to analyze the effect of nanoantennas on the electric field

distribution in a HEMT detector under THz radiation. A GaN
HEMT structure with a gate length of 250 nm was used in the
simulation. A plane wave at 0.14 THz was used to illuminate
the structure. The magnitude of the E-field of the incident THz
plane wave was kept at 1V=m. Figure 1 shows the simulated
normalized electric field distribution on the GaN surface
for two structures: (a) a novel HEMT with nanoantennas
of 100 nm × 1 µm blocks uniformly distributed along the
direction of the gate and a gap to the gate of 200 nm, and (b) a
traditional HEMT without a nanoantenna array.

When THz radiation is coupled into the gate of the HEMT,
a carrier density perturbation is induced in the 2DEG channel
and decays exponentially with a distance of 30–300 nm from
the source side of the gate edge to the drain side.14) This means
that the electric field at the gate edge of the device plays
a significant role in the THz detection. As shown in Fig. 1(a),
it can be seen that electric field intensity is greatly enhanced
near the gate edge predominantly owing to the nanoantenna
effect.13) As the width of the electrodes is much smaller than
the wavelength of the THz radiation, the electric field is
strongly localized and confined. The introduction of nano-
antennas effectively improves the localization of electric field
owing to the strong carrier oscillation in the nanoscale metals.
Figure 1(c) shows the electric field distribution along the cut
line in Figs. 1(a) and 1(b). It can be seen from Fig. 1(c) that
the nanoantenna-assisted evanescent wave tunnels through
the subwavelength gap and couples into the gate electrode,
which effectively improves the electric field intensity near
the gate edge. Figure 1(d) shows a plot of the electric field
intensity enhancement factor ∣Enano∣2=∣Enon-nano∣2 (defined as
the ratio of the electric field intensity at the gate edge with
nanoantennas to that at the gate edge without nanoantennas)
as a function of the gap between the nanoantenna and the gate
edge. It was found that the enhancement can be 2-fold in
a 200 nm gap and up to 8-fold if the gap is shrunk to 50 nm.
A similar strong terahertz near-field enhancement was also
observed by Seo et al.12)

The GaN HEMT fabricated in this work has epilayers
including a 3 nm unintentionally doped (UID) GaN cap layer,
a 20 nm UID Al0.25Ga0.75N barrier, a 1 nm AlN spacer, and a
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1.5 µm UID GaN buffer, and was grown on a 6-in. high-
resistivity Si(111) substrate with a thickness of 675 µm by
metal organic vapor phase epitaxy. A schematic diagram of
the cross section of the device is shown in Fig. 2(a). The
2DEG electron mobility and density characterized by Hall
measurement are ∼2100 cm2V−1 s−1 and ∼1.0 × 1013 cm−2,
respectively. The device fabrication started with mesa isola-
tion by BCl3=Cl2 plasma etching. Source and drain ohmic
contacts were formed by Ti=Al=Ni=Au (20=120=40=50 nm)
e-beam deposition followed by 850 °C rapid thermal anneal-
ing in N2 ambient. The gate and nanoantennas were made
of Ni=Au (20=80 nm) using e-beam lithography and lift-off
processes. A scanning electron microscopy (SEM) image of
the top view of the fabricated GaN HEMT sub-THz detector
with nanoantennas is shown in Fig. 2(b). An asymmetric
nanoantenna was placed near the gate of the HEMT. The gate
length is 250 nm and the nanoantenna has dimensions of
100 nm × 1 µm. The gap between the gate and the nano-
antenna is 200 nm. The source–drain distance is 14 µm and
the mesa width is 35 µm.

A schematic illustration of the high-frequency character-
ization setup is shown in Fig. 3. A continuous-wave (CW)
0.14 THz sub-THz radiation was generated from an IMPATT
diode and focused onto the surface of the GaN HEMT with
nanoantennas by one indium tin oxide (ITO) mirror and two
off-axis parabolic mirrors. A light-emitting diode (LED) was
used to assist the alignment between the sub-THz radiation
and the device. The radiation power focused onto the device
area was calibrated using a standard pyroelectric power meter
with an aperture of 1.5mm diameter. The GaN HEMT was
mounted on a FR-4 PCB board and its gate electrode was
connected to a DC bias (GWInstek GPD-3303S). The source
electrode of the GaN HEMT was grounded and the radiation-
induced DC drain voltage (ΔU) was measured using a lock-
in amplifier (Standford SR830). The sub-THz radiation
source was modulated at 1111Hz by a wave function
generator, and the modulation signal was fed into the lock-in
amplifier simultaneously. The DC electrical performance of
the GaN HEMT was measured using a HP 4156A semi-
conductor analyzer.
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Fig. 1. Normalized distribution of the electric field ∣E∣ on the GaN surface around the gate (top view) (a) with and (b) without nanoantennas. (c) Comparison
of the electric field distributions along the cut lines in (a) and (b). (d) Field intensity enhancement as a function of the gap between the nanoantenna and the gate
edge.
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Fig. 2. (a) Schematic of the cross section and (b) SEM image of the top
view of the GaN HEMT sub-THz detector. Inset figure: the device with the
same dimensions but without a nanoantenna structure.

Fig. 3. Experimental setup for the sub-THz detector characterization.
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The DC output and transfer characteristics of the GaN
HEMTs with and without nanoantennas are shown in Fig. 4.
Both of the fabricated GaN HEMTs exhibited good gate
modulation and similar transfer properties. The threshold
voltage Vth is around −4.5V for both devices. The device
with nanoantennas has a slightly higher drain current Ids and a
higher transcendence gm, which can be attributed to the
nonuniformity across the whole 6-in. wafer.

Sub-THz detection was carried out at room temperature
using the fabricated GaN HEMTs with and without nano-
antennas. As shown in a previous work by Veksler et al.,15)

the drain current stimulates the THz response. In order to
avoid the influence of drain bias, zero drain bias detection
was performed for THz response measurement. In order to
avoid the influence of bonding wires,16) we ensure that
bonding wires and the angles of incident THz waves are fully
the same for the devices with and without nanoantennas. The
responsivity Rv as a function of the gate voltage Vg is plotted
in Fig. 5. The responsivity Rv is defined as ΔU=Pd, where ΔU
is the measured photovoltage and Pd is the radiation power on
the detector. Assuming that the radiation power is uniformly
distributed over the beam spot size, Pd can be estimated as
Pd = Pb · (Ad=Ab), where Pb is the total power of the beam, Ab

is the beam spot size, and Ad is the active area of the detector.
The procedure used to determine Pd can be found in other
reports.4) We estimate our active area following the method
in Ref. 4 using active mesa dimensions of 14 × 35 µm2 and
total dimensions of one pixel of 324 × 230 µm2.

As can be seen in Fig. 5, the maximum responsivity of the
GaN HEMT for the radiation at 0.14 THz is 15 kV=W at room
temperature, which is among the best values reported for
nonresonant detection by GaN HEMTs.7,8) Figure 6 shows
the reported best THz detector performance based on various
semiconductor transistors. For comparison, the device without
nanoantennas has a responsivity of around 8.3 kV=W, which
is an approximately 1.8-fold enhancement for the device with
nanoantennas. In a general picture, the detector’s output

voltage �U / eU2
a=4�kBT,

5) where Ua is the amplitude of the
gate-to-source voltage induced by incident THz radiation, e
is the electron charge, η is the subthreshold slope, kB is the
Boltzmann constant, and T is the absolute temperature. The
term e=kBT is constant at room temperature. The subthreshold
slope η can be determined by the transconductance gm
as shown in Fig. 4(b). By theoretical fitting17) as shown in
Fig. 5(a), U2

a is found to be 1.95 × 10−4 V2 for the device
with nanoantennas and 1.08 × 10−4V2 for the device without
nanoantennas. The term Ua depends on the power of the THz
source and the coupling efficiency between the incident
radiation and the gate diode in the HEMT. As shown by
the above simulation, owing to the nanoantennas located near
the gate, a strong localization field was induced and the THz
radiation was more efficiently coupled to the 2DEG channel,
leading to an enhancement ofUa. Thus, the output voltage ΔU
and therefore the responsivity Rv are improved. The silicon
substrate has a significant influence on the detector perform-
ance,18) and the performance of our device can be expected to
be higher if the substrate is thinned down below 100 µm.

Moreover, the responsivity versus the gate voltage swing
Vg − Vth has a sigmoidlike behavior. When Vg > Vth, the
responsivity is very small and only around 50V=W. When Vg

shifts negatively and closer to Vth (−4.5V), the responsivity
begins to rise rapidly and reaches a plateau after the device
2DEG channel is considerably depleted (Vg < Vth). The sub-
THz responsivity remains constant all the way to Vg = −6V.
The GaN device measured here has a relatively low channel
resistance (Rch ∼ 200 kΩ) owing to the large gate leakage
when Vg is below the threshold voltage, which is much
smaller than the input impedance of the lock-in amplifier
(Zin = 10MΩ). Therefore, the loading effect, which causes
the responsivity drop after Vg < Vth observed during the
measurement using a lock-in amplifier,17,19) is negligible for
our GaN HEMT terahertz detector.
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Fig. 4. DC (a) output and (b) transfer characteristics of the GaN HEMTs
with and without nanoantennas.
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GaN HEMTs with and without nanoantennas at 0.14THz radiation.
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NEP is an important parameter used to evaluate the detector
performance. The dominant noise source in the GaN HEMT
detector is the thermal noise from the GaN channel. Therefore,
the NEP can be estimated as NEP = (4kTRds)0.5=Rv, where Rds

is the channel resistance and Rv is the detector responsivity.2)

Rds can be determined from the static transfer characteristics
shown in Fig. 4(b). Figure 5(b) shows the NEP values as
a function of gate voltage. A minimal NEP value of 0.58
pW=Hz0.5 is achieved at Vg = −4.2V at room temperature. In
comparison, the device without nanoantennas has a minimal
NEP of 1.07 pW=Hz0.5. This NEP improvement can be
attributed to the responsivity enhancement from nanoanten-
nas. When Vg becomes negative, the NEP decreases for Vg

first owing to the increase in responsivity and then increases
for Vg below −4.2V owing to the increase in output channel
resistance. The NEP for our nanoantenna device is compa-
rable to other reports of the FET-based detection of sub-THz
waves2,4) as shown in the inset table in Fig. 6.

It is worthy to note that, although the gate leakage current
suppresses the loading effect and minimizes the responsivity
drop when Vg < Vth during the measurement using a lock-in
amplifier, it would not increase the device’s intrinsic
responsivity. It is still desired to improve the device’s gate
structure design, for example, by adopting a MOS structure
to reduce the gate leakage current, because a large gate
leakage current will introduce extra shot noise, increase the
NEP, and also result in long-term reliability issues.

The nonresonant detection in a GaN HEMT is typically
sensitive to the polarization of the incident electromagnetic
(EM) wave. Figure 7 shows the polarization dependence of
the response with different azimuthal angle φ values between
the incident EM electric field and the HEMT source-to-drain
direction. The maximum response was obtained at φ = 0,
where the incident field is parallel to the source–drain
direction. A two-lobe shape for the responsivity is observed,
which follows well the cos2φ law. The discrepancy of the
size of one lobe from the theory is due to the influence of the
bonding wire interacting with the incident beam.16)

In conclusion, room-temperature sub-THz detection by
AlGaN=GaN HEMTs with novel nanoantennas was demon-
strated. A maximum responsivity above 15 kV=W and a
minimum NEP of 0.58 pW=Hz0.5 for 0.14 THz radiation were
obtained. The response was found to be polarization-

dependent. The promising results indicate the great potential
for GaN HEMTs to be used as sub-THz detectors for various
applications.
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