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A critical bottleneck for developing successful solid-state batteries is minimizing the interfacial impedances
between the solid electrolyte and the active electrode materials. Advancing our understanding of the
chemically and electro-chemically induced reactions of the cathode—electrolyte interface is important to
achieve stable interfaces with desired charge transfer properties. The perovskite Li-solid electrolyte with
the general formula LizyLaz/z_x[11/3_2x1103 (LLTO) is an interesting candidate for solid-state Li-ion cells
due to its superionic Li-ion conductivity. However, the chemical compatibility of LLTO with potential
cathode materials is not sufficiently understood, and here we examine the LLTO interface with thin-film
LiCoO, (LCO) cathode layers. We show that elemental mixing, in particular Co diffusion into LLTO, and
increased structural ordering of the LCO occurs at moderate temperatures, on-setting around 300 °C in

air, even in the absence of any secondary phases. This reaction decreases the LCO|LLTO interface
Receiveq Lth October 2021 harge transfer resistance by almost 50% aft ling to 500 °C relative to the as-deposited stat
Accepted 25th January 2022 charge transfer resistance by almos % after annealing to relative to the as-deposited state.

Reduction of the interface charge transfer resistance can be attributed to the formation of a mixed

DOI-10.1039/d1ta08853] electronic and ionic conducting zone near the interface upon Co diffusion into LLTO. This finding can
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1. Introduction

The current Li-ion technology which is based on organic liquid
electrolytes has been highly successful with wide applications
ranging from small portable electronics, electric vehicles (EV) to
stationary energy storage.»”> The current state-of-the-art
commercial Li-ion batteries however face significant chal-
lenges of safety, and limited energy and power density con-
cerning growing consumer demand.® One of the main causes of
safety concerns is the low flashpoint of carbonates in organic
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guide the engineering of cathode—solid electrolyte interfaces with fast charge transfer kinetics.

electrolytes, which causes flammability issues.*® Inorganic
solid-state electrolytes have received increased interest as
a potential solution to these safety issues because they are non-
flammable. Moreover, employing solid-state electrolytes is seen
as a promising strategy to enable high energy density lithium
metal anodes,® offering high energy and power densities to
support applications such as electric vehicles.”® Although there
has been considerable progress in the development of superi-
onic solid-state Li-ion conductors (conductivity > 0.1 mS cm ),
the interfacial instability of electrolyte materials with anode and
cathode materials presents a major challenge. The instability
issues of the interfaces have been broadly discussed in recent
reviews,'** and it is widely accepted that the high impedance
arising from the cathode-electrolyte interface, due to thermally
or electrochemically induced degradation of this interface, is
one of the main bottlenecks for developing successful solid-
state Li-ion cells. The application of coatings on cathode
particles to prevent cathode-electrolyte chemical reaction is one
of the strategies to address the issue,' however, the proposed
coating compositions have limited Li-ion conductivity." This
challenge motivates us to investigate the cathode-electrolyte
interface interaction and degradation mechanisms and their
impact on charge transfer kinetics. A fundamental under-
standing of the complex phenomena occurring at the electrode-
electrolyte interface could help guide the design of next gener-
ation safe and energy dense Li-ion batteries with long cycle life.
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In this respect, our previous works have probed the onset of
thermally-driven degradation of the garnet structured Al-doped
Li;LasZr,04, solid electrolyte with layered transition metal
oxide cathode interfaces, with implications to electrochemical
properties.'®"” In particular, we have found that carbon dioxide
present in the environment has a detrimental effect on interface
charge transfer kinetics due to the formation of lithium
carbonate and other delithiated insulating secondary phases at
the interface. At the same time, the local change in the structure
and chemistry at the interface begins at temperatures as low as
500 °C, well-below typical ceramic sintering temperatures
needed for bonding at the interface.

Here we focus our attention on a promising ceramic solid
electrolyte, the perovskite structured Liz,Layz »[11/3_2,TiO3 (0
< x < 0.16) (LLTO). LLTO has attracted attention since its first
study as a lithium-ion conductor by Inaguma et al., in the
1990s.'®'® The LLTO with composition x = 0.11 has been re-
ported to possess the highest Li-ion bulk conductivity of 1
mS cm ™' at room temperature.?’ There are few reports on the
use of LLTO as a solid electrolyte*> or as a coating material on
layered oxide cathodes**™ and on LLTO electrochemical
stability.”>** However, to the best of our knowledge the thermal
or electrochemical interaction of LLTO and cathode material at
the interface and its implication on charge transfer character-
istics have not been fully assessed, yet.

Lithium Cobalt Oxide (LCO) has been chosen as a cathode
material in our study. LCO was been first proposed as a cathode
material in 1980,*' and is still one of the most studied and
widely adopted cathode material.**** Recent computational
studies on the LLTO-Lithium Cobalt Oxide (LCO) interface
based on density functional theory (DFT) have predicted low
decomposition energy (—0.5 to —1 meV per atom) with the
formation of Coz;0,, La,Ti,0;, Li,TiO;, Li;;C00O, phases as
reaction products.” These computational efforts based on DFT
and grand potential phase diagram construction provide
incredibly valuable first insights into the thermodynamic
stability and synthesizability of materials.*® However, these
tools are yet far from correctly predicting the behaviour of
interfaces because they do not explicitly take into account (for
example) physical effects such as interfacial contact, inhomo-
geneities and presence of space charge layers, which result in
added complexity of structure and composition of the interface.
Moreover, practical consideration of the environment, such as
temperature and gas species involved in the synthesis, is still
difficult to simulate and can lead to divergences between
computational predictions and experimental observations. For
example, in our recent work on LLZO-NMC and LLZO-LCO
interface,'*"” we experimentally found that decomposition
products deviate from earlier computationally predicted
secondary phases.**?” Hence, experimental probing of these
interfaces can not only help to elucidate fundamental mecha-
nisms but also detect decomposition onset conditions which
are important for validating and benchmarking computational
predictions.

In this work, we investigated how elevated temperatures
affect the Lithium Lanthanum Titanium Oxide (Liy 35La¢.55TiO3)
(LLTO) electrolyte and Lithium Cobalt Oxide (LiCoO,) (LCO)
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cathode interface from a structural, chemical, and charge
transfer kinetics standpoint. The temperature effect is impor-
tant because sintering at elevated temperatures can provide
good interfacial contact between the ceramic cathode and
ceramic electrolyte materials to reduce the interface contact
resistances. However, as we see from earlier work,"®'”?® this can
lead to thermally-driven interactions between the solid elec-
trolyte and cathode and insulating secondary phases at the
interface. The challenge of probing the interface was addressed
by using a thin-film cathode layer deposited on top of a dense
LLTO electrolyte pellet. This configuration allowed us to eluci-
date the onset of reactions at the interface within the detection
depth of X-ray absorption spectroscopy (XAS) and hard X-ray
photoelectron spectroscopy (HAXPES) at relatively low temper-
atures (300 °C to 700 °C). We already employed a similar setup
using a thin-film cathode in our previous recent work on the
garnet structured Li,La;Zr,0;, solid electrolyte.'” We per-
formed synchrotron X-ray absorption near-edge spectroscopy
(XAS) to probe the structural and chemical change of LCO|LLTO
interface and determine the onset of reaction. Grazing inci-
dence X-ray diffraction (GIXD) was utilized to detect the crys-
talline decomposition phases at the interface. The elemental
diffusion profile across the interface was determined by X-ray
photoelectron spectroscopy (XPS). The effect of thermal pre-
treatment on the interfacial charge transfer response was
observed using electrochemical impedance spectroscopy (EIS).
Our results show elemental mixing, specifically Co diffusion
into LLTO at moderate temperatures (300 °C to 600 °C) in
addition to increased crystallinity of the LCO layer, and reduc-
tion of cobalt at higher temperatures (700 °C). The LCO layer
was found to be stable up to 600 °C in air. However, at 700 °C
cobalt completely migrated into the LLTO bulk, resulting in the
complete loss of the LCO layer on the LLTO surface. The
impedance spectra show a decrease in interfacial resistance
after annealing in air up to 500 °C, by almost 50% relative to the
as-deposited state. This decrease arises likely as a result of
enhanced bonding of LCO and LLTO, increased crystallinity of
LCO, and formation of mixed conducting zone in LLTO near the
LCO|LLTO interface.

2. Experiment design and methods

Thin-film LCO cathode layers deposited onto the LLTO pellet
substrates were used as a model system to understand the
interfacial structure, chemistry, and charge transfer kinetics.
This allowed us to keep the reaction zone within the detection
depth limit of XAS. The thickness of LCO was chosen consid-
ering the mean free path of photons to be 100 nm with 1 keV
energy.” The LCO (100 nm thick) was deposited at room
temperature using radio frequency (RF) sputtering on LLTO
pellets (=1 mm thick and =10 mm diameter) that we have
synthesized with composition Lij3s5Lag 55TiO;. The thin film
LCO deposited LLTO was annealed at 300 °C, 500 °C, 600 °C and
700 °C for 4 hours in ambient air. LLTO was synthesized by
solid-state reaction following procedure reported elsewhere*®
with slight modification. The average grain-size of our synthe-
sized LLTO pellets is expected to be ~2 to 3 um, given the

This journal is © The Royal Society of Chemistry 2022
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similarity in the synthesis conditions (annealed at 1150 °C
during synthesis with no post-processing) reported in litera-
ture.*® The LCO layer is expected to be nano-grain, considering
the thickness of the LCO layer (~100 nm). Since the LCO layer is
amorphous in the as-deposited state, the crystallite size deter-
mination is not applicable. The detailed procedure for synthesis
is given in ESL} The results from X-ray diffraction (XRD)
(Fig. S1f) and electrochemical impedance spectroscopy (EIS)
(Fig. S27) for synthesized LLTO are presented in ESL}

Grazing incidence X-ray diffraction (GIXD) with Cu Ka source
was utilized to assess whether and which crystalline secondary
phase form at the LCO|LLTO interface. Soft X-ray absorption
spectroscopy (XAS) was leveraged to understand the chemical
environment and oxidation state change of the elements near
the interface. Soft XAS measurements were performed at the
I0S (23-ID-2) beamline at the National Synchrotron Light
Source II, Brookhaven National Laboratory. Partial fluorescence
yield (PFY) spectra were obtained using an energy-
discriminating Vortex EM silicon drift detector. The elemental
diffusion profile was obtained by X-ray photoelectron spec-
troscopy (XPS) using soft X-ray (Al Ka) coupled with Ar-ion
sputtering over a 2 mm by 2 mm area on the sample. The
sputtering setting for the Ar-ion gun was set to 1 kv and 0.78 pA.
The sample was rotated while sputtering to uniformly remove
the material at the spot. The sample was initially sputtered for 5
minutes to get rid of most of the gold layer on top. Scans for Au
4f, Co 2p, C 1s, Ti 2p, and O 1s was collected after every three
minutes of sputtering time.

We have also used hard X-ray photoelectron spectroscopy
(HAXPES) at beamline P22 at PETRA III (Hamburg, Germany)**

View Article Online
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as a non-destructive method of probing the elemental mixing at
the interface. For this experiment, 20 nm LCO film was depos-
ited on LLTO and further annealed at 300 °C, 500 °C and 600 °C
for 4 hours in ambient air. The Co 2p and La 3d spectra were
collected at 45° emission angle with photon energy of 6 keV for
different thermally treated samples. The integrated intensity
ratio was utilized to qualitatively discuss the relative change in
elemental composition near the interface of LCO|LLTO. The
sample configuration used for collection is shown in ESI
(Fig. s4t).

The electrochemical response of the interface was analysed
using electrochemical impedance spectroscopy (EIS). For this
purpose, symmetric cells (Au|LCO|LLTO|LCO|Au) were con-
structed comprising of LCO (100 nm thick) on both sides of the
LLTO pellet (=1 mm thick and =10 mm diameter) followed by
annealing and finally, Au deposition by RF sputtering (60 nm
thick) as the current collector.

3. Results

3.1 Chemical environment and oxidation state obtained by
XAS

Here, using X-ray absorption spectroscopy, we identify that
LCO|LLTO interface undergoes structural ordering upon
annealing up to 600 °C and significant chemical changes take
place at 700 °C given by reduction of cobalt. The XAS spectra for
Co L, ;-edge, Ti L, 3-edge, and O K-edge in partial fluorescence
(PFY) mode are shown in Fig. 1 for the 100 nm LCO|LLTO
sample after different annealing temperatures in air. As seen in
the Co L, ;-edge XAS, there is a significant change in peak shape

(a) = — As deposited (b) ; —— As deposited
810- ——5005C c 251 : —_ 50002
27 Col, =~ [500°C > 2.0 Til,  Gooec
£0.81 multl e G Til, — 700°C
I ¢ GCJ 1.54 Lo
£ =
w 06 = 1.0
< <
X 04 X 05
©
9 2 001
= 0.2 N
E © _0.5 4
£ 0.0 £ i
% 770 775 780 785 790 795 800 805 810 2 T 150 455 460 465 490 495 480

Energy(eV) Energy(eV)
(C) 3 2.5 —— As deposited

& 0K — 500°C

2 2.0 —— 600 °C

[ —— 700°C

1519 . LLTO

& LiCoO,

= 1.01

0 |

< 051

©

.g 0.0

o _ 4

g 0.5

S -1.04, ; : ; ; ;

520 530 540 550 560 570
Energy(eV)

Fig. 1
annealed at different temperatures in air.
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(a) Co Lzand Co L,, (b) Ti Lz and Ti Ly, (c) O K X-ray absorption spectra for 100 nm LCOI|LLTO for the as-deposited sample and for samples
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after annealing. The Co L; became sharper progressively by
annealing till 600 °C with respect to the as-deposited state. This
is indicative of an increase in local ordering of the cobalt
environment.*> Additionally, the crystal field splitting feature
which is given by the t,,—e, energy difference* became evident
for annealed samples. The oxidation state obtained from the Co
L, ;-edge XAS for as-deposited sample and for samples annealed
at 500 °C and 600 °C is Co®" low spin (LS) as it closely matches
with spectra reported elsewhere.** Co L;-edge shifted toward the
lower energy after annealing at 700 °C, which implies the
reduction of Co** to Co®" at 700 °C. The shape of Co L; and Co
L, edge changed quite significantly after annealing at 700 °C.
The peak at 777.4 eV (feature 1) in the L; spectra and presence of
the shoulder at around 778.6 eV (feature 2) implies the forma-
tion of Co** high spin (Co®" HS), similar to the Co L-edge spectra
seen in other doped LaCoO; materials.** This observation
suggests that Co has migrated to the B-site of the perovskite
LLTO structure; which will be corroborated with the diffusion
profile of Co into the LLTO by XPS depth profile presented later,
in Section 3.3.

Fig. 1(b) shows the Ti L,,3-edge spectra. The position of Ti L-
edge peaks for the as-deposited, 500 °C, 600 °C and 700 °C
annealed samples did not change within the observable limit.
This implies that the oxidation state of Ti does not change even
for the 700 °C annealed sample. The O K-edge spectra for
LCO|LLTO samples undergone different thermal treatment is
presented along with the as-deposited LCO|LLTO sample in
Fig. 1(c). The LiCoO, pre-edge feature at about 529.5 eV (ref. 17)
can be clearly identified for the as-deposited LCO|LLTO sample,
and this feature abruptly decreases upon annealing at 500 °C
and 600 °C. Interestingly, for the 700 °C annealed LCO|LLTO
sample, the LiCoO, feature is completely lost and the O K-edge
spectra resemble the spectra collected from LLTO. Lithium
carbonate (Li,COj;) which has peak at 534.1 eV (ref. 45) can be
observed for the as-deposited sample and for sample annealed
at 500 °C. However, it is difficult to discern Li,CO; feature for
the sample annealed at 600 °C and 700 °C. The implications for
this are discussed in Section 4.
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3.2 Grazing incidence X-ray diffraction

In order to resolve any phases that formed in the reaction zone of
LCO|LLTO after thermal treatment, we performed the X-ray
diffraction analysis with grazing incidence, with an incidence
angle of 1°. As will be seen in detail below, we did not find any
decomposition products in XRD irrespective of thermal treat-
ments. Fig. 2 shows the diffraction data from samples treated
with different annealing conditions. All the samples show peaks
for the tetragonal (space group: P4/mmm) LLTO (ICDD: 01-070-
6719),* as we observed for the as-synthesized LLTO given in ESI
(Fig. S17). Additionally, we could identify the peaks from Au
current collection layer from the top surface. The peaks from LCO
from the as-deposited sample are missing because the deposited
film at ambient temperature is expected to be non-crystalline. For
the 300 °C annealed and 500 °C annealed samples, the annealing
temperature is not sufficient to initiate long-range order in LCO
on the LLTO surface, hence we did not observe diffraction peaks
for these samples.” The sample that had undergone 700 °C
annealing treatment in the air also did not show the LiCoO,
diffraction peaks because of the loss of LCO layer on the LLTO
electrolyte, as seen from the O K-edge spectrum and also as we
discuss in the XPS depth profile analysis later. Interestingly, we
did not observe any secondary phase formation in the X-ray
diffraction. This observation means that the reaction zone
either remained amorphous, or the secondary phase crystallites
formed in the reaction zone are too low in quantity to be observed
by lab XRD, or that secondary phases did not form. The stability
of the LCO|LLTO mixed powders was investigated by Liao et al.,
and the structure was found stable till 700 °C without secondary
phase formation, and at 800 °C B-LLTO was formed as
a secondary phase.* In another study, Co;O,4 and La,Ti,O; were
found as secondary phases at 800 °C in system comprising of
impregnated LCO in honeycomb LLTO.* In this work, the
important point to highlight is that, even if we do not observe
formation of any decomposition products in XRD as a result of
the thermal treatment, the LCO|LLTO interface has already
interacted significantly due to diffusion of Co into LLTO.

v — As deposited
V LLTO (Tetragonal, P4/mmm) — 300 °C
V¥ Au - 500 °C
= 700 °C
2
=
>
e
o
5
& v
0
€
=3
o
o
10 20 30 40 50 60 70

20 (degrees) (Cu anode)

Fig.2 Grazing incidence X-ray diffraction (GIXD) pattern form Au|LCOI|LLTO|LCO|Au samples for the as-deposited state, and after annealing at
300 °C, 500 °C, and 700 °C. Gold (Au) was deposited after the annealing as a current collector.
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3.3 Elemental depth profile by X-ray photoelectron
spectroscopy

The objective in using XPS with depth profiling was to quanti-
tatively resolve the elemental intermixing tendencies due to ion
inter-diffusion as a function of annealing temperature. Here, X-
ray photoelectron spectroscopy with both soft X-rays and hard
X-rays revealed that elemental intermixing, in particular diffu-
sion of Co into LLTO, occurs at the LCO|LLTO interface,
onsetting at as low a temperature as 300 °C. Annealing at 700 °C
leads to complete migration of Co into the LLTO resulting in
loss of the LCO layer on LLTO.

The same Au|LCO|LLTO|LCO|Au symmetric cell samples
prepared for electrochemical impedance spectroscopy (EIS)
measurement were utilized for elemental depth profile with soft
X-rays (Al Ko). Fig. 3 shows the elemental composition as
a function of sputtering time for the as-deposited, 500 °C, and
700 °C annealed samples. The top gold layer, followed by the
LCO layer can be distinctively identified by observing the gold
and cobalt composition profile for the as-deposited and 500 °C
annealed samples. The zone where cobalt composition starts to
deplete and titanium start to grow, i.e. at around 100 minutes of
sputtering time, marks the LCO|LLTO interface. Based on this
marker point, we estimate the Ar-ion sputtering rate to be
approximately 14 A min~'. A careful comparison of cobalt
composition profile shows that after annealing at 500 °C the
cobalt region broadened relative to the as-deposited sample.
This profile indicates cobalt diffusion into LLTO at 500 °C. It is
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80 S deposite — Titanium
9 — Oxygen
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G 60
4
j o}
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L 40
£
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also important to note that the cobalt profile never completely
decays in the shown sputtering time regime (Fig. 3(a and b)). We
believe this is an artefact due to the destructive nature of the
ion-milling, which also introduces inter-mixing in addition to
sputtering off the surface layers. The sample annealed at 700 °C
shows a drastic change in the Co profile. The LCO layer, which
is clearly observed from the Co composition profile for the as-
deposited and 500 °C annealed samples, is completely absent
for the 700 °C annealed sample. However, we did observe an
almost constant and very low Co concentration profile
throughout the sputtering sequence. The observations revealed
that LCO disappeared and Co completely diffused into the LLTO
pellet as a consequence of annealing at 700 °C in air. The Li
depth profile could not be obtained quantitatively because the
signal from Ti 3s (59 eV) and Co 3p (60 eV) is overlapping partly
with Li 1s (56 eV).

Fig. S5 in ESIf shows the C 1s spectra collected as a function of
sputtering time for different thermally treated samples to deter-
mine if Li,CO; formed at the LCO|LLTO interface. We did not
observe carbon in any form in the XPS depth profile beyond the
surface. We discuss the implication of this result in Section 3.

We can next compare the results from non-destructive hard
X-ray photoelectron spectroscopy (HAXPES) to those obtained
above by XPS depth profiling with ion milling. Fig. 4 shows the
Co/La ratio obtained by HAXPES for the as-deposited sample
and for samples annealed at 300 °C, 500 °C and 600 °C. The Co/
La ratio progressively decreases on increasing annealing
temperature. Similar to the results above, this decrease of Co/La

100
(b) LCO LLTO goid
500 °C — Cobalt
80 - Titanium
9 — Oxygen
§ 60
g
v 40
€
]
< 20
0
0 50 100 150 200
Sputtering Time (minutes)
(d)
LCO LLTO Co-LLTO
—> —»>
e ‘<—+
100nm  ~1mm Intermixing
As deposited 500 °C 700 °C

Fig.3 Depth profile for Au, Co, Tiand O for Au|LCO|LLTO with 100 nm LCO thickness obtained by X-ray photoelectron spectroscopy (XPS) with
soft X-ray (Al Ka) and Ar-ion sputtering in the (a) as-deposited, (b) after annealing at 500 °C and (c) after annealing at 700 °C. The spectra for Au 4f,
Co 2p, C1s, Ti 2p, and O 1s were collected after every 3 minutes of sputtering interval. (d) Schematic of reaction between LCO and LLTO up to

700 °C in air.
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Fig. 4 Co/La ratio obtained by Co 2p and La 3d hard X-ray photo-
electron spectroscopy at 45° emission angle for the LCO|LLTO
samples with a 20 nm deposited LCO layer on LLTO, in the as-
deposited state and after annealing at 300 °C, 500 °C and 600 °C. The
Co/La ratio was obtained by integrating intensity for Co 2p and La 3d.

ratio also indicates that Co diffuses into the LLTO with
increasing temperature. As observed in the XPS depth profile,
Co completely diffused into the LLTO resulting in loss of the
LCO layer for the sample annealed at 700 °C (Fig. 3(c)). Hence,
due to poor signal quality of Co during HAXPES measurement,
the data for Co/La at 700 °C ratio is not shown in Fig. 4. The
consistency between the non-destructive HAXPES and the XPS
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depth profiling is reassuring that indeed there is Co diffusion
from LCO into LLTO.

3.4 Interfacial impedance as a result of annealing in air

Electrochemical impedance spectroscopy revealed that the
interfacial charge transfer at the LCO|LLTO interface decreased
progressively upon annealing at higher temperatures. The
interface impedance was no longer present in the limit of
a totally depleted LCO layer after annealing at 700 °C. Fig. 5
shows the electrochemical impedance spectra obtained from
Au|LCO|LLTO|LCOJAu symmetric cells for different annealing
treatments. Fig. 5(b and c) show the corresponding equivalent
circuit used to model the obtained impedance spectra for the
cells. A resistor (Rpyn) in parallel with a capacitor (Cpun) (i.e.
Rpuik||Cpui) was used to model the bulk lithium-ion conduc-
tivity in LLTO. Secondly, resistor Rpoundary in parallel with
constant phase element (CPEpoundary) (i-€. Rboundaryl| CPEboundary)
was used to model the domain boundary lithium-ion conduc-
tivity in LLTO. The combination of a resistor (R) in parallel with
a capacitor or a constant phase element (CPE) is common to
model bulk and domain boundary contribution for Li-ion
conduction in LLTO.'****> The use of CPE allows quantifica-
tion of different polarization contributions in electrochemical
systems as suggested by authors describing separation of bulk
and boundary conduction in solid electrolytes.*® To model the
interfacial impedance feature, a resistor Ripterface in parallel with
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Fig. 5 Electrochemical impedance spectroscopy (EIS) for Au|LCO|LLTO|LCOIJAu symmetric cells. (a) Schematic of the cell configuration.
Equivalent circuit models for EIS spectra, (b) for the as-deposited sample and the samples annealed at 300 °C and 500 °C, and (c) for the samples

annealed at 700 °C. (d) Electrochemical impedance spectra of samples

annealed at different temperatures. Solid line for each spectra corre-

sponds to data obtained from equivalent circuit model after fitting the spectra with the models shown in (b) and (c). (e) Area-specific resistance

(ASR) for a single LCOILLTO interface.
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constant phase element (CPE;,cerface) (Z-€. Rinterface|| CPEinterface)
was utilized. The approach for modelling the interfacial feature
was adopted from previous studies.'®**** Finally, the tail was
modelled by using another constant phase element (CPE,) in
series with the above circuit elements, as reported elsewhere to
model Li-blocking Au electrode.”"*

Fig. 5(d) show the full EIS spectra. The magnified EIS spectra
in high frequency region can be found in ESI: Fig. S4(a-d).t All
the samples show the feature arising from bulk grain-interior
Li-ion conductivity, and grain boundary Li-ion conductivity
from the LLTO pellets, at around 2 MHz and 1 kHz respectively.
The above two semicircles observed for these cells for different
annealing treatment are consistent with the observed EIS
spectra from the bare LLTO pellets presented in ESI (Fig. S27).
The frequency region over which these two features appear®
and the observed bulk Li-ion conductivity (1.28 mS cm ') agree
with earlier studies of Li-ion conduction in LLTO.>

As seen in Fig. 5(d), the as-deposited, 300 °C annealed and
500 °C annealed samples additionally show a third arc in the
low-frequency region at around 3 Hz which was not observed for
LLTO pellet. The EIS spectra for LLTO pellet is shown in ESI
(Fig. S27). Hence, we attribute this feature at around 3 Hz to the
interfacial charge transfer impedance of the LCO|LLTO inter-
face. The 700 °C annealed sample did not show the third arc for
the interface impedance at the low frequency. This is consistent
with the loss of the LCO layer upon annealing at 700 °C as seen
by the XAS and XPS results. The tail at the low-frequency region
is observed in all the samples, arising from the Li-blocking
nature of the Au electrode.

Fig. 5(e) shows the area-specific charge transfer resistance
(ASR) of the LCO|LLTO interface obtained from EIS after
equivalent circuit modelling. Ri,terface €lement in the equivalent
circuit construction corresponds to ASR. Since this comes from
the two equivalent LCO|LLTO interfaces due to symmetry of the
cell as shown in Fig. 5(a), Rinterface Was divided by two to obtain
the interface charge transfer resistance. It is interesting to note
that the interfacial resistance reduces by almost 50% after
annealing to 500 °C relative to the as-deposited sample, i.e. from
21.94 kQ cm? to 11.04 kQ cm® The ASR from the 700 °C
annealed sample could not be deduced as LCO layer was
completely lost after annealing at 700 °C.

4. Discussion

The XAS results from Co L-edge prove that there is no oxidation
state change of cobalt from the as-deposited state to annealing
up to 600 °C, but increased ordering of cobalt local environ-
ment, increased crystallinity, became evident. This can be seen
from the Co L, ;-edge spectra with the appearance of crystal
field splitting (t,,—e, split) and narrowing of peak after the
annealing treatment till 600 °C. The Ti L, ;-edge XAS showed us
no change in oxidation state of Ti even after annealing till
700 °C. These results rule out the possibility of formation of any
decomposition phase that has a different oxidation state of Co
(than in LCO) and of Ti (than in LLTO) till 600 °C.

Although we have no evidence of secondary phase formation
at the LCO|LLTO interface at temperatures below 700 °C, there
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is clear evidence from XPS and HAXPES that there is elemental
mixing onsetting at relatively low temperatures. The XPS depth
profile has shown that Co from LCO migrates into the LLTO
when subjected to annealing in air, and has completely diffused
into LLTO by 700 °C. The complete loss of the LCO layer after
annealing at 700 °C resulted in the loss of the LCO|LLTO
interface, and hence we could not observe interfacial features in
the EIS spectra. The XPS depth profile, however, cannot say
what the nature of Co is when diffused into LLTO. The Co L-
edge XAS spectra for the 700 °C annealing condition provides
hints as to where the Co goes. The observed spectra closely
resemble the Co L-edge in doped lanthanum cobalt oxide
perovskite (LaCoO3z) measured by electron energy loss spec-
troscopy (EELS), showing partial reduction of Co** to Co** HS*
when doping is introduced. We also know Co can easily
substitute into the perovskite lattice, forming Co-doped LLTO.*®
The Co composition profile together with the Co oxidation state
indicate strongly that the Co diffuses into LLTO upon annealing
at temperatures as low as 300 °C and higher. While Co-Ti
exchange has been also shown at the LCO|LATP interface,” the
reaction mechanism that we have found at the LCO|LLTO
interface is different. At the LCO|LATP interface, an intermixed
layer comprising Co and Ti forms after annealing® due to
thermodynamically favorable Co-Ti exchange at the interface.*®
For the LLTO|LCO case however, the compositional depth
profile showed that Co diffused significantly into the bulk LLTO
pellet at 500 °C. However, we didn't detect Ti diffusion into the
LCO layer. This makes us to believe that the reaction mecha-
nism does not involve Co-Ti exchange, but rather Co dissolu-
tion from LCO into LLTO. The reduction of Co in LLTO can take
place either due to the easier reducibility of Co compared to Ti
upon annealing as can be expected from the standard reduction
potentials,* or due to Co and Li co-diffusion into LLTO where
Li" is then charge compensated by reduced Co ions. We could
not resolve whether the latter mechanism is in place due to
overlap of the Ti 3s (59 eV) and Co 3p (60 eV) peaks partly with
the Li 1s (56 eV) peak in XPS.

Since the XPS depth profile shows the presence of the LCO
layer on the LLTO pellet up to 500 °C, we can interpret the role
of Co inter-diffusion on the interface impedance. The ASR
reduces upon annealing to 500 °C. Other than relative structural
ordering, the LCO|LLTO interface has not undergone any
detectable secondary phase formation. The decrease in the
interface ASR likely arises from better crystallinity of LCO and
increased bonding between LCO and LLTO up to 500 °C. In
addition, the diffusion of Co from the LCO layer into LLTO
should form a mixed electronic-ionic conductor phase (Co-
doped LLTO) near this interface. Co-doping in LLTO enhances
the electronic conductivity by almost 3 orders of magnitude
(107° to 107° S em ™ ").*® Presence of such a mixed conducting
phase can improve charge transfer kinetics® between LLTO and
LCO. For example, introducing mixed electronic-ionic
conductor at cathode|solid electrolyte interface improved
charge transfer properties in All-solid-state Li-ion Batteries
based on Li;La;Zr,0O;, solid electrolyte.®* All these effects can
assist charge transfer and reduce the interface ASR of
LCO|LLTO interface upon annealing to 500 °C.
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We did not observe formation of Li,COj; at the interface from
the XRD and XPS depth profile for the LCO|LLTO system. This is
of high significance as we know from previous studies that
Li,CO; is a detrimental secondary phase when formed at the
solid electrolyte surface. For example, on the widely studied
garnet solid electrolyte surface (for example the Al-substituted
Li,LazZr,0;,), formation of Li,CO; detrimentally increases the
impedance at the interface with both the Li anode and the
cathode.”'”** Our results on LCO|LLTO which showcased
decreased interfacial impedance upon thermal treatment is an
important finding on guiding engineering principles for
designing desired cathode-electrolyte interfaces.

The as-deposited LCO thin film is amorphous, since we
deposit at room temperature, in order not to cause any thermal
interaction with the electrolyte during the deposition of the LCO
film. Then upon annealing, we expect crystallization of the LCO
layer as we have seen in our earlier papers,'®'” however, here
before crystallization with detectable grain sizes, there is also
Co-diffusion into LLTO and loss of LCO. We believe this is why
we are not easily seeing LCO in the XRD patterns. The chemical
environment of LCO is already known from XAS (oxidation
state, Fig. 1) and XPS (elemental content, Fig. 3), respectively.

Lastly, it is interesting to note that the XRD results revealed
no decomposition products in the reaction zone of the
LCO|LLTO interface within the resolution limit. This is in
contrast to the computational predictions that LCO|LLTO forms
Co50,, La,Ti,05, Li,TiO3, and Li, sCoO, decomposition prod-
ucts.” The apparent discrepancy between our experimental
finding and prior theoretical predictions could arise from the
fact that the thermodynamic driver for the LLTO-LCO reactions
was predicted to be small, and could be overcome by other
factors including interface energy of thin films and high
nucleation barriers. According to DFT calculations, the reaction
energy between delithiated LCO and LLTO is zero, and the
reaction energy between fully lithiated LCO and LLTO is very
small (—0.5 meV per atom).® Small deviations in the Li stoi-
chiometry could reduce this reaction energy even more.
Therefore, regardless of lithium content in the LCO, DFT
calculations predict a relatively stable interface, with only
a small driving force at fully lithiated conditions. This small
driving force may be overcome by other factors in the ultrathin
film structure, such as the amorphous state or the interface
energy contribution to the thermodynamics of secondary phase
formation,*** and by high energy barriers for these phases to
nucleate and grow at the interface. For example, it has been
shown that the elements in the ultrathin layer can diffuse into
the bulk material at the interface, before nucleation of the most
thermodynamically stable phase.*® Hence, it is possible that
what we find here, as Co-diffusion into LLTO and loss of LCO in
the absence of any other secondary phases, is due to such
a metastable path, instead of formation of the phases that were
predicted by DFT to be thermodynamically stable. It is also
possible that, even if such secondary phases formed, they were
in too small amounts or not well crystallized, that we could not
detect them with XRD up to 600 °C. Our results from XRD are in
agreement with the observed stability of the LCO|LLTO mixed
powders by Liao et al.,, who also did not observe secondary
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phase formation till 700 °C.** Importantly, our findings in this
work show that the LCO|LLTO system undergoes significant
interaction, especially in the form of elemental mixing (of Co in
particular) upon thermal treatment, even if no secondary pha-
ses were detectable by XRD or XAS up to 700 °C.

5. Conclusion

We have investigated the interface of lithium cobalt oxide
(LiCoO,) and Lig35Lag55TiO3 (LLTO) to understand the ther-
mally driven interaction between the solid electrolyte and
cathode material, as relevant to sintering and bonding of these
components. The results showed that the LCO|LLTO system
undergoes elemental mixing at the interface that leads to the
formation of a mixed ionic-electronic conducting phase due to
Co substitution at B-site in LLTO crystal lattice. Although there
is no secondary phases that were detected in XRD, the interac-
tion between LCO and LLTO does take place and onsets at
relatively low temperatures around 300 °C as detected by XPS,
HAXPES and XAS. The implication of this is evident from the
interfacial electrochemical response from LCO|LLTO interface.
The interfacial impedance decreases progressively upon
increasing the annealing temperature until the thin LCO layer is
completely lost at 700 °C. The mixed conducting phase formed
due to Co substituted LLTO could be the reason for this, and
motivate composite cathodes with such mixed ionic electronic
doped LLTO components in solid-state Li-ion batteries. This
finding has the potential to replace or limit the use of electronic
and ionic conductive additive coating layers that is generally
incorporated in cathode-electrolyte interface fabrication.
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